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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: 1 Repair No.: ('24 (o Type__]O Location;_ (3 10~ A

Pinhole indication in fillet weld -
Grind out defect, weld repair,
and perform P.T.

G

21(
=g

NATN
~J

Sketch of Repair Area

Weld Repair

WPSNo.. SWM [. | - (

Welder ID: Q—O\'\w \/\Iq,‘jl/\

NDT Performed: Visual V4 VacoumBox ___ Dye Penetrant _L

Rework Required: N / A

Repair Acceptable: ( '9‘6 - égl 8 Qé Date Accepted: M' ?8

Coating Repair
Coating Type: E_ PO P Y

Surface Preparation: \/ Primer Coat: \/ Intermediate Coat: \/ Final Coat: l/

NDT Performed: Visual: __ / DFT: v/ Average DFT: Zi '[5 w)g

Rework Required: _|N / A

Repair Acceptable: %&%&A&ﬂ_‘ Date Accepted: 4 - l Z "9?7
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Dames & Maore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: 7 Repair No.:__ O é} [ Type: |O Location; B“ - A

T~ Pinhole indication in fillet weld -
Grind out defect, weld repair,
<< v and perform P.T.
K PR
. L4

4 .~

1
= S

<~ 4 )

Sketch of Repair Area
Weld Repair

WPS No.: SM L\ — |
Welder ID; e\ \A/f»m\

NDT Performed: Visual \/ Vacuum Box Dye Penetrant /

Rework Required: _ {2 / A

'
Repair Acceptable: ;"J'Qc < &i N A é Date Accepted: 4-15- ? /)

Coating Repair
Coating Type: EPoKY

Surface Preparation: \/ Primer Coat: ‘/ Intermediate Coat: / Final Coat: v

NDT Performed: visual: v/ DFT: __ /" Average DFT: B =15 w)ls

Rework Required: |9 / AN .

Repair Acceptable: M&K_Q(_‘ Date Accepted: i -1 %

£t

S W
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Dames & Maore

Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center

Contract No. N62742-96-C-1356

Repair Record

Tank No.: ] RepairNo.._ O 4% Type: q

Location; F)" ‘%

Pinhole indication in fillet weld -

' - Grind out defect, weld repair,
‘) and perform P.T.

Sketch of Repair Area
Weld Repair
WPSNo.: SM .\ -\
wetder 1D:_ T o MBS\,
NDT Performed: Visual L Vacuum Box ____ -

Rework Required: _ M / A

Dye Penetrant a/

Repair Acceptable: QQ
pair Accep egaxm%id)v&

Coating Repair
Coating Type: __ E PORY

Date Accepted: 4 -1§ - ? %

Surface Preparation: ___\/ _ Primer Coat: \/ Intermediate Coat: _ / Final Coat: \/

NDT Performed: Visual: __ v/ DFT: VvV

Average DFT: &-|S ol 3

Rework Required: _ N ! A

Date Accepted: _4"‘_/_2_ - ? b
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Dames & Maore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: N Repair No..__ O _Z_t ﬂ Type: 1e; Location; 6?‘ )

Pinhole indication in fillet weld -
Grind out defect, weld repair,

and perform P.T.
/@ 4

)

£
NN

— 01
\Ié f’l

Sketch of Repair Area

Weld Repair
WPS No.: SM\ A1

Welder ID: ‘:To\mr\ \J\)a&ﬁ\'\

NDT Performed: Visual \/ Vacuum Box Dye Penetrant \/

Rework Required: _ P / A

Repair Acceptable: %DAA W Date Accepted: 4‘" 1578
\ _—

Coating Repair
Coating Type: EFUX}(

Surface Preparation: V' Primer Coat: __ o/ Intermediate Coat: v/___ Final Coat: v

NDT Performed: Visual: v~ DFT: VA Average DFT: 8 -5 V‘lj/g
Rework Required: _ \J l [

Repair Acceptable: QQQ.\W Date Accepted: 4‘ 7 “9 %

2
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Dames & Maore

Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center

Contract No. N62742-96-C-1356

Repair Record

Tank No.: ] RepairNo.._ O 5O Type: 1O

Location; 6 1-2%

Pinhole indication in fillet weld -
Grind out defect, weld repair,
and perform P.T.

f(
4\(
{ “H {
! —
4 —sl

Sketch of Repair Area

Weld Repair
WPSNo: Swm .\ -1
Welder ID: _J o, WalsW

NDT Performed: Visual \/ Vacuum Box

Rework Required: W\ / A

Dye Penetrant l/

Repair Acceptable: g L& i %&_4 K A 2‘@

Coating Repair
Coating Type: EPrxY

Date Accepted: _ 4 - [~ ?2

Surface Preparation: __\/  Primer Coat: \/ Intermediate Coat: _ " Final Coat: v

NDT Performed: Visual: __ ./ DFT: vz

Rework Required: t\/ / A

Average DFT: _(5— 5 i, $

/
Repair Acceptable: MW
-/

Date Accepted: 4“1 7 73

i

£

'\“\\.;
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Dames & Maore

Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center

Contract No. N62742-96-C-1356

Repair Record

Tank No.: l Repair No.._ 0 § | Type:___ 1O Location; bd-~2b

te

*0

(e

Pinhole indication in fillet weld -
Grind out defect, weld repair,

Yy and perform P.T.

9/\?[7——\)

— g—k —

——)

’ =
\,
j

O
/
(
>

Sketch of Repair Area

Weld Repair
WPSNo: Smi, L - |

Welder ID: '3\ o\ WW\S\/\

NDT Performed: Visual Vacuum Box

Dye Penetrant _14

Rework Required: __ KJ / A

Repair Acceptable:

Coating Repair
Coating Type: Sto x

Date Accepted: {' . 1 5-90

Surface Preparation: ___\/_ Primer Coat: \/ Intermediate Coat: \/ Final Coat: \/

NDT Performed: Visual: W/ DFT: \74

Average DFT: ZE"’ S *\?ls

Rework Required: _ N / A

Repair Acceptable: M/\/\w
| Ny -

Date Accepted: _9;1_2* ? 8

. -',”l l

g
'“\'.C DN
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: ] RepairNo.._ O S 2. Type: IO Location; ,57 -9

o
< 4 —_ Pinhole indication in fillet weld -

Grind out defect, weld repair,

:? and perform P.T.

4" —

Sketch of Repair Area

Weld Repair
WPSNo: SMi.l-1
Welder ID: _<) o\ n \0\/&\5"\

NDT Performed: Visual Vacuum Box Dye Penetrant t/

Rework Required: N ! A
Repair Acceptable: Date Accepted: 4 N I,S - 98

Coating Repair
Coating Type: E Pox \(

Surface Preparation: _ \/ Primer Coat: \/ Intermediate Coat: __\/ __ Final Coat: l/

NDT Performed: Visual: __/ DFT: _ / Average DFT: 8"' M.[;

Rework Required: _}J / A

Repair Acceptable: M Date Accepted: M??}
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Dames & Maore

Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center

Contract No. N62742-96-C-1356

Repair Record

Tank No.: ] RepairNo.._O S5 3 Type:_ 1D

Location; ‘SC: = lﬁ

< 4‘( . )

VER== =

Pinhole indication in fillet weld -

ﬁ? : Grind out defect, weld repair,
/)\ T and perform P.T.

T b3
4 L \\ g
\Z % o °r
e

q

Sketch of Repair Area
Weld Repair
WPSNo: Sml. .t~ |
Welder 1D:_ Yo\ \AJa\s\a
NDT Performed: Visual _34 Vacuum Box ___

Rework Required: _NJ / (A

Dye Penetrant v’

Repair Acceptable:

Coating Repair
Coating Type: _EFY

Date Accepted: 4‘ ,5 ' ?6

Surface Preparation: \/ Primer Coat: \/ Intermediate Coat: I/ Final Coat: [V

NDT Performed: Visual: vV DFT: _/

Rework Required: v / R

Average DFT: 3‘ l;i my l,

Repair Acceptable:

Date Accepted: 4" 7 ?5

=2
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Dames & Maore

Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center

Contract No. N62742-96-C-1356

Repair Record

Tank No.: 7 Repair No.: 05+ 4 Type: 10

Location; B"‘ 2%

“ 2" 3
r‘\ Pinhole indication in fillet weld -
rf ‘ Grind out defect, weld repair, -
and perform P.T.
4"
T
3
Sketch of Repair Area
Weld Repair
WPSNo: SM . 1-¢
e
Welder ID: _~J 0\’\0\ \A)‘v\ 5"\
NDT Performed: Visual \/ Vacuum Box Dye Penetrant __ i/

Rework Required: M / A

. 2
Repair Acceptable:

Coating Repair
Coating Type: EPO 70(

Date Accepted: 4 -1S- ?2

Surface Preparation: \/ _ Primer Coat: \/ Intermediate Coat: -./ Final Coat: \/

NDT Performed: Visual: __/ DFT: V4

Average DFT: & - /3/ bu15

Rework Required: ) ,/ A

Repair Acceptable:

Date Accepted: 4 - 7‘ 95
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Dames & Moore

Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: Z Repair No.: 055 Type: o Location: Bq' 'l%

— Pinhole indication in fillet weld -
r; A?‘ Grind out defect, weld repair,

and perform P.T.

—

=L
| Y’C_WJ\ -

s

Sketch of Repair Area

Weld Repair
WPS No.: SM \»\ ~\

Welder ID: < OMA \IJ%\S\/\

NDT Performed: Visual Vacuum Box Dye Penetrant __ |/

Rework Required: ‘J [ AN ‘ .

Repair Acceptable: Date Accepted: ﬂi '? 1%

Coating Repair

Coating Type: EPU?\ Y
Surface Preparation: \/ Primer Coat: /. Intermediate Coat: __ /" _ Final Coat: __/
NDT Performed: Visual: __ \/ DFT: _ W/ Average DFT: g~ 15

Rework Required: Y / ‘\

9 ( K ,
Repair Acceptable: %&éﬂj Date Accepted: 4 -] 7"?@
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: ] RepairNo._ 096  Type: |O Location;_ B~ &—%

Pinhole indication in fillet weld -
Grind out defect, weld repair,

. and perform P.T.
v 1 T
— 1%
4 %
e \Q—VT- fr
4
\ _
Vo= 2
L J
< - 4a" >
Sketch of Repair Area
Weld Repair
WPSNo: SMA | | - |
Welder ID: a M \A}a,\sl,\
NDT Performed: Visual __ A/ Vacuum Box Dye Penetrant __ .~

Rework Required: »J / A

Repair Acceptable: _QQQAAM__ Date Accepted: q-15 r?g

Coating Repair
Coating Type: EPO X \t/
Surface Preparation: _ \/ Primer Coat: \// Intermediate Coat: v’ _ Final Coat: v

NDT Performed: Visual: \/ DFT: / Average DFT: 8“ IS M IS

Rework Required: ™) / A

Repair Acceptable: %\w Date Accepted: 4 ' 17\ ?b
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: ] Repair No.:_ 0 § ) Type: o) Location: B“ -3

g B 265"
x

CoRROSIOD  BULISTEAS

Sketch of Repair Area

Weld Repair v / A

WPS No.:

Welder ID:

NDT Performed: Visual Vacuum Box Dye Penetrant

Rework Required:

Repair Acceptable: Date Accepted:

Coating Repair

Coating Type: E?O XY

Surface Preparation: __\/ Primer Coat: __\/ Intermediate Coat: __\ Final Coat:
NDT Performed: Visual: ___\4_ DFT: _L ' Average DFT: _thj

Rework Required: N '} s

Repair Acceptable: M Date Accepted: j_hﬂ -9 )
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Dames & Moore

Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: 7 RepairNo.: © 5%  Type: &

e e

Location: B -3

NV

Gur‘b'

A

CorRopicu
RLisTer

Sketch of Repair Area

Weld Repair  NJ / [AY

WPS No.:

Welder ID:

NDT Performed: Visual Vacuum Box

Rework Required:

Dye Penetrant

Repair Acceptable:

Coating Repair
Coating Type: EPO XY

Date Accepted:

Surface Preparation: \/__ Primer Coat: ___\/ _ Intermediate Coat: _ \/  Final Coat: __
NDT Performed: Visual: DFT: __ v/ ' Average DFT: 815 w.ls

Rework Required: ot / A

Repair Acceptable:

Date Accepted: f -" - 9 )
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: / Repair No.._ O 5 a Type: & Location: A' 3-3

-
L. g A
& TN
SERES ‘
l y
. t 61—
. A COPLOSIOD BUSTERS

Sketch of Repair Area

Weld Repair M / ,\
WPS No.:

Welder ID:

NDT Performed: Visual Vacuum Box Dye Penetrant

Rework Required:

Repair Acceptable: Date Accepted:

Coating Repair

Coating Type: EP° XY

Surface Preparation: AL Pﬁm& Coat:__l Intermediate Coat: _IL. Final Coat: __14
NDT Performed: Visl:_/_ DFT: __/_ °  AverageDFT: 8=[S w.ls

Rework Required: __ N\J / A

Repair Acceptable: Date Accepted: ﬁ.‘.’l‘ 7 /g
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Dames & Moore
Emergency Repairs For Red Hill Tanks at the Fleet Industrial & Supply Center
Contract No. N62742-96-C-1356

Repair Record

Tank No.: Z Repair No.: oho Type: L'O Location: Al ~ 1 7

Pinhole indication in fillet weld -
Grind out defect, weld repair,
and perform P.T.
P
Sketch of Repair Area
Weld Repair
WPS No.: SM1.1-1
Welder ID: __John Walsh
NDT Performed: Visual \/ Vacuum Box Dye Penetrant v~

Rework Required: ¥ / A

Repair Acceptable: f LE A % ;Mn N ‘Z é Date Accepted: 4- lj’?z

Coating Repair

Coating Type: Epoxy
Surface Preparation: V Primef Coat; \/ Intermediate Coat: /" Final Coat: t/
NDT Performed: Visual: __y/ DFT: VA Average DFT: _8 —[5 . l,

Rework Required: k) ', A
Repair Acceptable: . 9 Date Accepted: 4_'_/2 9%




